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Client name: Great Glove (XingHua) Co.,Ltd. 
Client address: South of Wei Wu Road, West of XiHuan Road, Developing District, XingHua City, 
JiangSu Province. China 
 
The following sample(s) was/were submitted by/ on behalf of the client as (except SGS 
reference No. & SGS job No. & Date of receipt & Testing period): 
 
Sample name: Vinyl Examination powder gloves 
Batch No./Date: / 
Manufacturer: / 
SGS reference No.: SHAFD1212951101 
SGS job No.: SHFDO120710030FD-1 
Date of receipt: Jul 26 2012 
Testing period: Jul 26 2012 ~ Aug 01 2012 
 
TEST(S) REQUESTED:  
Selected test(s) as requested by applicant: 
To determine VCM (Vinyl Chloride Monomer) content. 
 
TEST METHOD(S): 
With reference to US FDA 21 CFR 177.1975.Analysis was performed by HS-GC-MS. 
 
TEST RESULT(S): 

Test item(s) Test result(s) Limit Method detection limit(s) Comment 

VCM(Vinyl Chloride Monomer) mg/kg Not detected 0.01 0.01 Pass 
 
CONCLUSION: 

Vinyl Chloride Monomer (VCM) PASS 

 
SAMPLE DESCRIPTION: Glove 

 
Signed for and on behalf of SGS 
 
 
……………………… 
Authorized Signature                                   *** End of Report*** 


